
Nabuk
Leather

Pelle naturale - Natural leather

Spessore - Thickness 1.4 / 1.6
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Technical details

Fabric collection

Origin

Thickness

Raw hides

1.4 / 1.6

Flex crack resistance I.U.P. 20
50.000 cycles

40

Place of origin European

Flame retardant BS 5852 PART 1
NI/0 Cigarette test
N. 1 Match test
Cl. 1IM

Advanced leather collection Water repellent treatment
High resistance properties
Soft touch
Easy to clean


	Pagina 1
	Pagina 2

