
Imperial 2
Leather

Pelle naturale - Natural leather

Spessore - Thickness 1.1 / 1.3
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Technical details

Fabric collection

Origin

Thickness

Light fastness xenon lamp

Tear strenght

Wet rub Fastness

Raw hides

1.1 / 1.3

I.U.F. 402
Value 4 Blue scale

DIN 53329
8 N
 

Dry rub Fastness I.U.F. 450
1000 cycles value 5 gray scale

I.U.F. 450

200 cycles value 4 gray scale

Flex crack resistance I.U.P. 20
50.000 cycles

Adhesion of finish I.U.F. 470
3 N/cm

39

Place of origin European

Flame retardant BS 5852 PART 1
NI/0 Cigarette test
N. 1 Match test
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