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Flame retardant - 50.000 Martindale
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Fabric collection

Samar

Technical details

Composition 100% Trevira CS
Weight Gr. / ml. 660
Abrasion test Martindale - UNI EN ISO 12947:2000
50.000 rubs
Lightfastness Xenotest UNI EN ISO 105-B02: 6
Flame retardant BS 5852 Crib 5
B1 DIN 4102

EN1021 Part. 1-2
UNI 9175, class 1IM
IMO RES.A 652 (16) Part 8
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