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Date received: 17-11-06 Spett. OMP S.R.L.
. : VIA CA' LEONCINO, 2
Date-of s sue: 020107 31030 CASTELLO DI GODEGO (TV)
ITALY

Report consists of 2 attached sheets.

Sample name; PLOP

TEST REPORT N° 75320

List performed tests

1. Back durability test - Cyclic-Type Il and Il ANSI-BIFMA
X5.1-2002/16
2. Seating durability test - Cyclic - ANSI-BIFMA X5.1-2002/11

Chigf Executive

S.GIOVANNI
AL NATISONE /2o

1 w es to the samples submitted for the test and no others. Additions,

Sample name is declared by the company who asked for theiég I
shreduced in its entirety.

deletions or alterations are not permitted. This test report musta
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CATAS

|
TEST REPORT
Spett. OMP S.R.L.
75320 / 1 VIA CA' LEONCINO, 2

31030 CASTELLO DI GODEGO (TV)
ITALY

Date received: 17-11-06

Date of test: 20-11-06

Date of issue: 02-01-07

Sample name: PLOP

Back durability test - Cyclic-Type II and III ANSI-BIFMA X5.1-2002/16

Type of chair: Type lll

Test results:

Kiuribar Seat Force application| Backrest
of cvclas load points on the force Remarks
4 kg backrest N
Center
80.000 102 of the backrest 334 No defects
102 mm
20.000 102 right from 334 No defects
the center
102 mm
20.000 | 102 left from 334 No defects
the center
Test passed

i

deletions or alterations are not permitted. This test report must reproduced in its entirety.
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TEST REPORT
Spett. OMP S.R.L.
75320 /2 VIA CA' LEONCINO, 2

31030 CASTELLO DI GODEGO (TV)
ITALY

Date received: 17-11-06

Date of test: 18-12-06

Date of issue: 02-01-07

Sample name: PLOP

Seating durability test - Cyclic - ANSI-BIFMA X5.1-2002/11

Seat impact test

Height of drop: 25 mm above the uncompressed seat surface

Test results:

|
Mass of drop Number
kg of drops Remarks
|
57 100.000 No defects I‘
Front corner load-ease test - cyclic -off-center
Test results:
Seat load Number = ”
N of cycles omaks
734 20.000 No defects
Test passed

Chigf Executwe
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Sample name is declared by the company who asked for the relates to the samples submitted for the test
deletions or alterations are not permitted. This test report must alwa?"'be reproduced in its entirety.
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